0074687

SAF-RC-040
300 Area D&D Waste Characterization
Sampling - Other Solid
FINAL DATA PACKAGE

COMPLETE COPY OF DATA PACKAGE TO:

Mike Stankovich L1-01 KW 11/27/07
INITIAL/DATE

COMMENTS:
SDG 07-A-6463 SAF-RC-040

Rad only X Chem only Rad & Chem

X Complete Partial

Sampie Location/Waste Site: 309 Blcig RE@E qu@

DEC 0 6 2007
EDMC



SUBMITYED TO:
Joan Kessner
Washington Closure Hanford
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCE DATA:
Client Sample No.: J15WI8 through JISWNI1
P.O. No.: Not Available
Sample Location; 309
Sample Type: Bulk
Method Reference: EPA-600/R-93/116
DCL Set ID No.: 07-A-6463
DCL Sample ID No.: 07-37417 through 07-37447
Sample Receipt Date: 11/13/07
Analysis Date: 11/16/07 through 11/19/07

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116, The samples were acceptable upon receipt
except where noted. The samples were examined under a stercomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a- glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached buik asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

e S e WW%%&@Z‘Z??E

Shawn Smythe Anna Marie Ristich
Analyst Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE WEST COAST OFFICE
4388 GLENDALE-MILFORD ROAD 11 SANTA YORMA COURT
CINCINNATI, OHIO 45242-3708 NOVATO, CALIFCRNIA 94945

513 733-5336, FAX 5§13 733-5347 800 280-8071, FAX 415 893-9469



11/19/07

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
SetID: 07-A-6463

Client Sample ID: JI5WI8 JISWI9 JISWKO JISWKI1 JISWK2

DCL Sample ID: 07-37417 07-37418 07-37419 07-37420 07-37421

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Homog. Layered Layered Layered Layered
Inseparable Inseparable Inseparable Inseparable

Color: Grey/Yellow Yellow/Black Yellow/Black Yellow/Black Yellow/Grey

Texture: Fbrs/Crmby Fbrs/Resns Fbrs/Resns Fbrs/Resns Fbrs/Pwdry

Description: Material Material Material Material Material

Analysis: PLM PLM PLM PILM PLM

Asbestiform Minerals

% Chrysotile: >3=<5 >1<3

% Amosite: Trace >1=3

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >3=<5 ND ND ND >2=<6

Other Materials

% Cellulose: >10=<20 >10=<20 >10=<20 >10520

% Fiberglass: >40 <50 >50 < 60 >50=< 60 >50=<60 >60 <70

% Other Fibers:

% Resin/Binder: >5=<10 >5<10 >5<10

% Non Fibrous: _ >20<30 >5<10 >5< 10 >5<10 >20<30

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. Q. # Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No, 224 Tuesday Nov. 20 1990 Rules and Regulations states
« . If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases arc analyzed and reported individually.

Page 2 of 11



11/19/07
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
Set ID: 07-A-6463

Client Sample ID: JIS5WK6 JISWKG6 JISWK? JISWKS JISWKSE

DCL Sample ID: 07-37422A 07-37422B 07-37423 07-37424A 07-37424B

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Acceépted

Homogeneity: Layered Layered Layered Layered Layered
Inseparable

Color: Grey Black Yellow/Grey Black Brown

Texture: Compact Resinous Fbrs/Pwdry Flexible Crumbly

Description: Tile Mastic Material Covebase Mastic

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >1<3 >3<5 >1=3

% Amosite: >1=<3

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >1<3 >3<8 >2=<6 ND ND

Other Materials

% Cellulose:

% Fiberglass: >60=<70
% Other Fibers:

% Resin/Binder: >10=20 >70<80 >20=30 >70=80

% Non Fibrous: >70=< 80 >10520 >20=<130 >60<70 >10<20
ND = None Detected Trace=<1%
Special Prep Procedures: None.

*Notes: P. Q. #: Not Available,

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“_ If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM.™ Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.

Page 3 of 11



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 309
Set ID: 07-A-6463

11/19/07

Client Sample ID: JI5WK9 JISWK9 JI5WLO JISWLO JISWL1

DCL Sample ID: 07-37425A 07-37425B 07-37426A 07-37426B 07-37427

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Layered Layered Layered
Inseparable

Color: Grey Brown Grey Brown Grey/Black

Texture: Fbrs/Crmby Crumbly Fbrs/Crmby Crumbly Fbrs/Resns

Description: Ceiling Tile Mastic Ceiling Tile Mastic Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >1<3

% Amosite:

% Crocidotite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND >1=<3

Other Materials

% Cellulose: >40= 50 >40 < 50 >60< 70

% Fiberglass: >20=<30 >20=30

% Other Fibers:

% Resin/Binder: >70 <80 >70< 80 >10=<20

% Non Fibrous: >10<20 >10520 ~>10=20 >10=<20 >5=<10

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. Q. #: Not Available.

e ————

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM.” Any of the above samples can be reanaiyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individualky.

Page 4 0f 11



11/19/407
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
Set ID: 07-A-6463

Client Sample ID: J15WL2 JISWL3 JI5W14 JISWLS J15WLe

DCL Sample ID: 07-37428 07-37429 07-37430 07-37431 07-37432

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Homog. Layered Homog. Homog. Layered
Inseparable Inseparable

Color: Grey Grey/Black Grey Grey Grey/Black

Texture: Crmby/Fbrs Fbrs/Resns Crmby/Fbrs Crmby/Fbrs Fbrs/Resns

Description: Material Material Material Material Material

Analysis: PLM PLM PIM PLM PLM

Asbestiform Minerals

% Chrysotile: >3 ‘ >1<3

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND >1<3 ND ND >1<3

Qther Materials

% Cellulose: >5<10 >60< 70 >5=<10 >60=<70

% Fiberglass: >20=30 >20=<30 >30=<40

% Other Fibers:

% Resin/Binder: >10=20 >10<20

% Non Fibrous; _ >50=< 60 >5<10 >50 =< 60 >50=< 60 >5= 10

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. Q. #: Not Available,

e

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.

Page Sof 11



11/20/07
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
SetID: 07-A-6463

Client Sample ID: JISWL7 JISWLE JISWLSE JISWL9 JI5WL9

DCL Sample ID: 07-37433 07-37434A 07-37434B (07-37435A, 07-37435B

Macroscopic Examination -

Accepted/Rejected: Accepted Accepted Accepted Accepted - Accepted

Homogeneity: Layered Layered Layered Layered Layered
Inseparable

Color: Grey/Tan Grey Black Grey Black

Texture: Crmby/Fbrs Compact Resinous Compact Resinous

Description: Drywall Tile Mastic Tile Mastic

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >1=3 >1<3 >153

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos:. ND ND >1<3 >1<3 >1<3

Other Materials

% Cellulose: >10<20 >3=<5 >35S

% Fiberglass:

% Other Fibers:

% Resin/Binder: >10=20 >70 = 80 >10=20 >70 =80

% Non Fibrous: >70<80 >70 < 80 >10 =20 >70< 80 >10=20

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

e y Il estities—Hr <

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
* . If the asbestos content is estimated to be less than 10% by a method other then point counting,... {the analysis) be repeated using the point counting
technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.

Page 60f 11



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 309
SetID: 07-A-6463

11/20/07

Client Sample ID: J1ISWMO JISWMO JISWMI1 JISWM1 JISWM2

DCL Sample ID; 07-37436A 07-37436B 07-37437A 07-37437B 07-37438

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Layered Layered Layered
Inseparable

Color: Grey Black Black Brown Brown/Tan

Texture: Compact Resinous Flexible Crumbly Fbrs/Crmby

Description: Tile Mastic Covebase Mastic Carpet

Analysis: PLM PLM FLM PLM PLM

Asbestiform Minerals

% Chrysotile: >1<3 >1<3

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >1<3 >1=<3 ND ND ND

Other Materials

% Cellulose: >3<5

% Fiberglass:

% Other Fibers: >70 <80

%% Resin/Binder: >10<20 >70<80 >20=30 >60<70

% Non Fibrous: >70 <80 >10=<20 >60 =70 >20=<30 >10=20

ND = None Detected Trace=<1%

Special Prep Procedures: None.

*Notes: P. O.#: Not Available.

Ao Wi pobed - =<

Shawn Smythe

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... {the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanaiyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.

Page 7 of 11



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 309
SetID: 07-A-6463

11/20/07

Client Sample ID: JISWM3 JISWM3 J1ISWM3 J1SWM4 JISWMS
DCL Sample ID: 07-37439A 07-37439B (07-37439C 07-37440 07-37441
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Homog. Homog.
Color: Grey Tan Tan Grey Grey
Texture: Compact Resinous Crmby/Fbrs Fibrous Fbrs/Crmby
Description: Tile Mastic Mastic Material Ceiling Tile
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals

% Chrysotile: >1<3 Trace

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite!

% Total Asbestos: >1=3 Trace ND ND ND
Other Materials

% Cellulose: >40 = 50
% Fiberglass: >20=30
% Other Fibers: >5=10 >80=90

% Resin/Binder: >10=<20 >70< 80 >50 =60

% Non Fibrous: >70=<80 >10=20 >20<30 >5=<10 >10=<20

ND = None Detected Trace=<1%

Special Prep Procedures: None.

*Notes: P. O.# Not Available.

e Whrece & o> BYSS

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
*... If the asbestos content is estimated to be less than 10% by a method other than point counting, ... (the analysis) be repeated using the point counting

technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.

Page 8 of 11



11/19/07
DataChem Laboratories :
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
Set ID: 07-A-6463

Client Sample ID: JISWM6 JI5WM7 J1I5WMS J15WMBE JISWM9

DCL Sample ID: 07-37442 07-37443 07-37444A 07-37444B 07-37445A

Macroscopic Examination '

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Homog. Layered Layered Layered
Inseparable

Color: Grey/Tan Grey Grey Tan Grey

Texture: Crmby/Fbrs Crmby/Fbrs Compact Resinous Compact

Description:; Drywall Material Tile Mastic Tile

Analysis: PLM PIM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >1<3 >1<3

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND >1<3 ND >1=<3

Other Materials

% Cellulose: >10=<20

% Fiberglass:

% Other Fibers: >30=<40

% Resin/Binder: >10=20 >70<80 >10=20

% Non Fibrous: >70 < 80 >50=<60 >70 <80 >10=<20 >70 < 80

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. Q. #: Not Available.

Shawn Smﬁ

Microscopist

s

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
. [f the asbestos content is estimated to be less than 10% by a method other then point counting,... (the analysis) be repeated using the point counting

technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.

Page 9of 11



11/19/07
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
Set ID: 07-A-6463

Client Sample ID: T15WM9 J15WM9 JISWNO JISWNO JISWNO
DCL Sample ID: 07-37445B 07-37445C 07-37446A 07-37446B 07-37446C
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered
Color: Tan Tan Grey Black Tan/Black
Texture: Resinous Crumbly Compact Resinous Crumbly
Description: Mastic Mastic Tile Mastic Mastic
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals

% Chrysotile: >1=3 >1<3 >1=3
% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND >1<3 >1<3 >1<3
Other Materials

% Cellulose:

% Fiberglass:

% Other Fibers:

% Resin/Binder: >70=<80 >70< 80 >10=<20 >70<80 >70< 80
% Non Fibrous: >10s20 >10< 20 >70 < 80 >10<20 >10<20

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe -

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Reguiations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases arc analyzed and reported individually.

Page 10 of 11



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
Set ID: 07-A-6463

11/19/07

Client Sample ID: JI5WN1
DCL Sample ID: 07-37447
Macroscopic Examination
Accepted/Rejected: Accepted
Homogeneity: Homog.
Color: Grey
Texture: Compact
Description: Material
Analysis: PLM
Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND
Other Materials

% Cellulose:

% Fiberglass:

% Other Fibers:

% Resin/Binder:

% Non Fibrous: >90 % 100

ND = None Detected Trace =<1%

Special Prep Procedures; None,

*Notes: P. Q. # Not Available.

M

Shawn Smythe
Microscopist

All values are in arca percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
«__ If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.

Page 11 of 11



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 [P 2 of 10
Collector Companv Contact Telephone No. Proicct Coordinator R
Mike Stankovich MT Stankovich 5317620 KESSNER, JH Price Code 9K Data Turnaround
Proiect Designation Sampling Location ‘ SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 . RC-040
Yce Chest No. _ Field Loghook No, | coa Metbod of Shipment
FED EX Bat™ EL-1518-9 Sec below Federal Express
Shipped To OCffsite Property No. Bill of Lading/Air Bil No.
DataChem Laboratories - Cincinnati 080 03 See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation None
GP

Special Handling and/or Storage Type of Cantatner

No. of Container(s)

6> -A" (o b [ e | =

BULK-EPA

SAMPLE ANALYSIS

O} =~ wo vfafe?

Samptle No. Matrix * Sample Date Sample Time
i OTHER SOUID o7
J5WI8 S (4 [ | OTHER SOLID nlefor | ogos Y
N5WI 37} ¥ | OTHER soLiD N\ 0 %03 v
15WKo 3y f | OTHER SOLID ) A ¥
JISWK1 G317 (] OTHER SOLID Y4 o 07 v
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
clinquishcd By/Remaved From Date/Time A0/ IReceived By/Stored Ti Date/Time ’I_ahoramry Analysis, Data Managemcent, and Shipping COA - RDAMXXIFH swsoit
M4 refezlo7 (7'/?1{}" V1207 p045 SE-Sctiner
. DotefTime £ |Received ByfStorcd o

linguis! \Bp ﬂ% DareTime Si~Shodge
ﬁ%?c% o7 2590 | Lep EX v
Relinguished ychmovégrtV Date/Time Anaic

eceivedBy/S| n Date/Time : .
DS=Drorn Sokids
- “’ A Dietinom Linuids

Relinquished By/Removed From Date/Time rxe\o&.wjymmd T Date/Time T
LeLiquid
i Varvcgoupion
* [Relinquished By/Removed From Date/Time liewved By/Stored Tn Date/Time : - e
[Relinguished RyRemoved From Datef/Trme —Fctd\td By/Stored In Date/Time

LABORATORY | Receive ) Title Date/Time

SECTION ‘ ‘ d! / (Bl 5o
FINAL SAMPLE | Disposal Method =" From—T -

DISPOSITION

WCH-EE-011




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 {Pae 3 of 10
Collector Companv Contact Telephone No. Proicct Coordinator N
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround
[Proiect Desienation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli a9 : RC-040
Ice Chest No. Field Logbook No. COA Method of Shipment
FED £X BAX EL-1518-9 See below Federal Express
Shioped To Offsite Propertv No. Bill of Ladine/Air Bill No.
DataChem Laboratories - Cincinnati A 0864 See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
‘None
Asbestos & Be _ Preservation
GP
T; f taj
Special Handling and/or Storage ype of Container
No. of Container(s) !
Yolume 3
‘ Ashestns-
BULK-EPA
SAMPLE ANALYSIS :
Sample No. Matrix * Sample Date Sample Time
JISWK2 {3, 7 /| OTHERSOLID Ok
WK s OTHER SOLID
JIPWKE iz jo7 OTHER SOLID
A15WKs [ .OTHER SOLID
1nswke  § 34 ) [§1/ OTHER soLip oxeYy
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
R clipquished By/Removed From . Dae/Time 70/~ [Received By/Stored In Date/Time i Laberatory Analysis, Data Management, and Shipping COA - RDAMXX2F00 -
e SHTS A pshnfely Frttrzp P s0cs st
Relinquished B).’Rcmovcd C5q DatefTime £} CFF  [Received vaored/ Date/Time ShSintge
b felitv207 cso0 |FED EX b
e Date/Time ceciveld BfStored In Date/Time —
DS=Drum Solids
H{_}\Q ﬂ(l_’)/&?— lsbo ) DL=Drem Ligakls
’R:linquished By/Remaved From Date/Time Mﬁ%mmﬂ In Date/Time —
Ladiguid
V= on
Iliclinquished By/Removed From Date/Time I]Luwrd By/Stored In Date/Time X-O-Elf:'
[Refinqiched By/Removed From Dathlme ikweimd By/Stored Tn Date/Time
LABORATORY | Received B(Y_’AR Tile 7
SECTION o2 [ Sto
FINAL SAMPLE | Disposal M Disposed By Dalen“me
DISPOSITION

WCH-EE-011




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 l"‘g’ 4 of 10
Collector Company Contact Televhone No. Proiect Coordinator .
Mike Stankovich MT Stankovich 5317620 - KESSNER, JH Price Code 9K Data Turnaround
[Proiect Desienation ' Sampline Location SAF No. 7 Days
300 Arca D&D Waste Chamacterization Sampling - Other Sofi 309 RC-040
Tce Chest No. . Field Loabook No. ’ CoA Method of Shipment
FED EX Bd ¢ EL-1518-9 See below Federal Express
Shinoed To Offsite Property No. ‘ Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati AO8vo322 See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation Mo
] T3
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume %
Ashestos-
BULK-FPA
SAMPLE ANALYSIS (C>
Sample No. Matrix * Sample Date Sample Time
NSWKT X (7 3| otHer souip Witle 7 og2? A
JISWKS 4y ] \{| OTHERSOLID [ 0§30 | X
Jswke 334 L S| OTHER soLD \ o ¥F33 | A
N5WLo & D4 _o| oTHER soLD \ okst | A
Jswet 53 ) F| OTHER soup W 0837 | X
CEAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
inguished By/Removed From Date/Time yso,5" FRoccivcd By/Stored In Date/Time Labaoratory Analysis, Data Management, and Shipping COA - RDAMXX2F00 st
DateTime  f¢ 4= A [Received By/Stored In Date/Time SheStudge
w207 ssue | BED EX oon
clinquished Sy/Remded From Date/Time eceited]y/Stored In Date/T iT e
l\_@ il ‘3 0;— DL=Druen Liquids
Relinquished Ry/Removed From Date/Time Wyfsmd In Date/Time g_“;";
LeLkquid
Ver\opctAbon
IRclirlqm'shed By/Removed From Date/Time ]]lu:ei\'od By/Stored In Date/Time X-Oﬂ‘-:
[Relinquished By/Removed From ,\Dmmme rleectved By/Stored In Dato/Time
LABORATORY | Recg Title 17=f1""7
SECTION L0300 [SPo
FINAL SAMPLE | Disposa) Methed.___) Dispased By Date/Time i
DISPOSITION

WCH-EE-M11




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 [P 5 of 10
ICollector Companv Contact Telephone No. Proiect Coordinator .
Mike Stankovich MT Stankovich 5317620 KESSNER, JH Price Code 9K Data Turnsround
[Proiect Designation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040
Ice Chest No. - Field Logbook No. COA Method of Shipment
FER EX A Ok EL-1518-9 Sec below Federal Express
Shipped To Offsite Property No. Bill of Lading/Air Bill No,
DataChem Laboratories - Cincinnati IES See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation None
. GP
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume 3t
Asbestos.
BULK-EP.
SAMPLE ANALYSIS
Sample No. Matrix * Sample Date Sample Time
nswiz 5 7U7% | omersoun (tizfor | owyz X
aswis 23417y | omersoun -/ ok Ys X
15w 57312 | OTHER soUD ( o ¥4y X
J5WLS 53143 [ | OTHERSOLD \ oS! X
JISWLS 2 3-1( § T| OTHER souD v 0§69 X
CHAIN OF POSSESSION Sign/Print Names SPFCIAL INSTRUCTIONS Matrix *
inquished By/Removed From Date/Time o/~ ived By/Stored In Date/Time | Labarntory Analysis, Dats Management, and Shipping COA - RDAMXX2F00 smsail
nhbowl,  sifrzfo 7 o
elinguishgd By/Rempov DatefTime  LK7F [Recei /Stored Tn Date/Time SinSiadge
H7Z27 s5¥o | FeP EX o
Relinquished By/Remgfe m Date/Time M ., Date/Time AmAir
. D5=Dron Solidy
DL=Drom Liquids
Relinquished By/Removed From Date/Time ivoll By/Stored In Date/Time ot
. Lt iguid
- V=Vepaation
[Relinquished ByRemoved From Drate/Time IRucm'wd By/Stored Tn Date/Time Xtbcr
[Rekinquished By/Removed From ate/Time: ived By/Stored In Date/Time
£
LABORATORY [ Received ﬁ % ) Title Dare/Ti
SECTION Jle3/02 7590
FINAL SAMPLE | Disposal Method ) Disposed By Date/Time
DISPOSITION

WCH-EE-011




Washington Closure Hauford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 [P € of 10
Collector Companv Contact Telephone No. Proiect Coordinator .
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Tarnaround
Proicct Desienation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040
Ice Chest No. - Field Logbook No. COoA Mcethod of Shipment
EE2 £X 5B 14, X EL-1518-9 See below Federal Express
Shipped To Offsite Property No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati B i o ¥ 177 E X See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS |
Asbestos & Be Preservation Nome
R GfP
Special Handling and/or Storage Type of Container
No. of Container(s} !
Volume 3
Asbastos:
BULK-EPA
SAMPLE ANALYSIS . b 3
Sample No. Matrix * Sample Date Sample Time
NswWL7 331423 | OTHER soLD 1 12fo7 o557 X
S5wWLe  $1, 3¢ | otHER soLD / 0 T00 X
SSWL9 2 1,35 | OTHER soLID { 5103 <
sswmo 23{{ 24 | oTHER soLID \ o T0L X
siswmt 3y L, F| otHER soup v’ o101 | «
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
Date/Time /e $ [Received By/St W Date/Time | Laboratory Analysis, Data Management, and Shipping COA - RDAMXX2F(0 -
ived Bnymred Date/Time SieSlodge
297 4300 | FED E weve
Datef'l' ime eceiked Bw/Stodd In Date/Time A=A
M‘-««-\L«@u 130 oot
clinquished By’Removed From Date/Time ived By/Stored In Date/Time ;r':;c
Leiuid
Ve=\egotaion
Iﬂelinmnshéd By/Removed From Date/Time —Fcceived By/Stored In Date/Time x-o;f:‘
|Rclinquisbed ByRemenved From Date/Time Iheccm:d By/Stored In Date/Time
LABORATORY | Received By \{_3 Titte Date/Time
SECTION (A\ (tlzfeos  })5po
FINAL SAMPLE | Disposal Meth Date/Tiine
DISPOSITION )

WCH-EE-011




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 [P 1 of 10
Collector Companv Contact Telephone No. ' Proiect Coordinator !
Mike Stankovich MT Stankovich 5317620 KESSNER, JH Price Code 9K Data Turnround
[Proiect Designation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040
Ice Chest No. — — Field Logbook No. COA Method of Shioment
FEDP EX RBIX EL-1518-9 See below Federal Expross
Shipped To Offsite Property No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati /O BL033 See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
N
Asbestos & Be Preservation ose
. G
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume *
Asbestos.
BULK-EPA
SAMPLE ANALYSIS
Sample No. Matrix * Sample Date Sample Time
sswmz  <F7 L 3B| omer soup o [12fo? oz <
s1swmMs 23y | omer soup / 095 A
Jiswma 23 O] oTHER soLiD \ o9x | X
Jiswms S w8y | omHer souip \ 072 | ¥
Jiswms O UYY | OTHER SOLID AV o924 | «
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
chinquished By/Removed From Date/Time /% r(mivgd By/Stored Daie/Time Laboratory Analysis, Data Management, and Shipping COA - RDAMXX2F00 -
AL, /70 /42Y7 S
Date/Time eceived BY/Stored4h Date/Time St
4297 /faolk ci.f—' >z oo
Date/Time ¥9cd By/Stdred In wDate/Time il
] —\m \lﬁyox gr.sw-mwmm
Ifinqnished By/Removed From Date/Time - \Wyﬁmmd In Date/Time 1;11-’::;:
_ _ Vetagrain
IReanm'shed By/Remaved From Date/Time |xmiwa By/Stored In Date/Time XeOwer
[Relinquished By/Removes From Date/Time eceived By/Stored In Date/Time
| \
LABORATORY | Received Titke Date/Time
SECTION U /fez /o2 /580
FINAL SAMPLE | Disposal Method™>___} Disposed By Date/Time
DISPOSITION

WCH-EE-011




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 [P 8 of L0
[Collector Companv Contact Telephone No. Proiect Coordinator .
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround
Proiect Designation Samwpling Location SAF No. 7 DayS
300 Area D&D Wastc Characterization Sampling - Other Soli 309 RC-040
Ice Chest No. Field Logbook No. CoA Method of Shipment
EFD Fx BoA EL-1518-9 See below Federal Express
Shinped To ‘ Offsite Propertv No. Bill of Ladine/Air Bill No.
DataChem Laboratories - Cincinnati RFO08IOZ= See OSPC .
POSSIBLE SAMPLE HAZARDS/REMARKS =
Asbestos & Be Preservation None
G/P
T f tail
Special Handling and/or Storage ype of Container "
No. of Contriner(s)
Volume 5
Ashestos-
BULK-EPA
SAMPLE ANALYSIS (—(
Sample No. Matrix * Sample Date Sample Time
HSWM7_ B3y lf 3| OTHER SOUD 11{12fo7 on7 | k
JswMs 2 YT 4LAf| OTHER SOLID 'd 0930 X
Jswms YUY S| otHER soLp \ nG53 ¥
JaswNo LS4 ] oTHER souD ) PEA v
nswn1 Sy H| oTHER soup % 0937 | x
CHAIN OF POSSESSION 2 Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
Relingerished By/Removed From Date/Time /D/f [Recerved By/Stoped In Date/Time | Laboratory Analysis, Data Mamagement, and Shipping COA - RDAMXX2F00 caset
Side > MShinforet #ih7 preel
SOmSotd
[Relinequished By Date/Time W eceived B de ln Date/Time SinShutge
M BT yuza7 0 | £E Vv
Retinquished fl\fkemd(td Date/Time eceiy 'Smd In ate/Time ;;I:nm Selirke
k S WY erore Lk
-Relinquishcd B}."Rf.-rnm'cd From Date/Time Y }"SW In Date/Time :11?;
: L=Ligueid
VeVegoation
Relinquished By/Removed From Date/Time 'Rwei\‘td By/Stnred Tn Date/Time Xﬂt:u
Relinquished By/Removed From Date/Trme ||u==m1 By/Stored In Date/Time
\ T
LABORATORY i Title Date/Time
SECTION - d ‘/ (3{07 /580
FINAL SAMPLE | Disposal Mt~ Disposed By Date/Time
DISPOSITION

WCH-EE-O11




